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| INTERPRET DRAWING PER GLOBAL ENGINEERING DOCUMENTS
A A DRAWING REQUIREMENTS MANUAL .
2 INTERPRET DIMENSIONS AND TOLERANCES PER ASME YI4.5M.
3. DIMENSIONS ARE IN INCHES.
4] REAR SINGLE ALIGNMENT BALL SHALL BE THROUGH
HARDENED TO RC 45 TO 50.
5] REAR SINGLE AL IGNMENT BALL SHALL BE NICKEL
PLATED 0.0003 TO 0.0008 THICK.
6| COAT ALL SURFACES OF REAR ALIGNMENT BALL. FIND
NUMBER 7. THAT ARE DENOTED BY AN * WITH DICRONITE DL-5 DRY
FILM LUBRICATION. DRY FILM LUBRICATION COATING MUST BE
APPLIED AT THE VENDOR’S PROCESSING FACILITY IN ACCORDANCE
TO VENDOR'S REQUIREMENTS. DICRONITE DRY LUBE, SOUTHEAST,
1868-A CANDY LANE S.W. MARIETTA. GA. 30008.
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